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Abstract

Fly ash is a ouzzollanic aterial generate  san industrial waste from the fero-nickel 
ro uction rocess as ell as from coal-burning ther al o er lants. Though a significant 

fraction of coal fly ash is use  as a ce ent an  concrete a itive in the orl , only a very s all 
ortion of the illion tons of generated fly ash is re-utilized in Macedonia.

Poly er o ifie  cement bricks base  on fly ash ere ro uce in this ork. T o ty es of 
oly er o ifie  structures ith t o ty es of fly ash obtaine  fro  F  an  Oslo e  have 

been teste . Test-sa les ere re are  ith 20  of fly ash content in conventional Portlan  
cement. The obtaine  sa le ere teste  ith si ulation of aging test in ater, aci  e ia 
0,2 M l  an  alkali e ia 0,2  M aO . Besi es the absor tion , or hological 

changes an  orosity of the stu ie  bricks ere also follo e . Mechanical behavior as 
follo e  by the co ression test. 

Introduction

I n d u s t r i a l  w a s t e  F l y  a s h ( F A ) p a r t i c l e s  a r e  
u s u a l l y  g e n e r a t e d  a s  a n  i n d u s t r i a l  b y -
p r o d u c t  f r o m  t h e  f e r o - n i c k e l  p r o d u c t i o n  
p r o c e s s  a s  w e l l  a s f r o m c o a l - b u r n i n g  
t h e r m a l  p o w e r  p l a n t s a n d  i t  i s  r e c o g n i z e d  a s  
a n  e n v i r o n m e n t a l  p r o b l e m ( h o t  s p o t ) . D u e  
t o  t h e  i n c r e a s e d  e n v i r o n m e n t a l  c o n c e r n ,  a  
s i g n i f i c a n t  e f f o r t  o n  t h e  F A  u t i l i z a t i o n  h a s  
b e e n  u n d e r t a k e n  a l l  o v e r  t h e  w o r l d . F l y  a s h  
b a s e d  c e m e n t s  a n d  m o r t a r s  h a v e  s t a r t e d t o  
b e  r e g a r d e d  a s  g r e e n  c e m e n t s  o r  a l t e r n a t i v e
l o w - c o s t  b i n d e r s  t o  P o r t l a n d  c e m e n t s  f o r  
s o m e  c o n s t r u c t i o n  p u r p o s e s . H o w e v e r ,  
e v e n  t h o u g h  a p p l i c a t i o n  o f  t h i s  t y p e  o f  n e w  
m a t e r i a l s  i s  w i d e  s p r e a d  a r o u n d  t h e  w o r l d ,  
c o n c r e t e  s t r u c t u r e s  a r e s t i l l  r a r e .  T h e r e  a r e  
s e v e r a l  c h a l l e n g e s , i n c l u d i n g  t e c h n i c a l ,  
s u p p l y - c h a i n ,  q u a l i t y  c o n t r o l  a n d  c o s t [ 1 , 2 ] .

F l y  a s h  i s  s u i t a b l e  f o r  u s e  a s  a  g e o p o l y m e r  
s o u r c e  m a t e r i a l  b e c a u s e  i t  c o n s i s t s  m o s t l y  
o f  g l a s s y , h o l l o w  a n d  s p h e r i c a l  p a r t i c l e s .  F l y  
a s h - b a s e d  g e o p o l y m e r  c e m e n t  a n d  c o n c r e t e  
w e r e  s t u d i e d e x t e n s i v e l y ,  a n d  t h e y  w e r e  
w e l l  k n o w n  f o r  t h e i r  p r o p e r t i e s ,  w h i c h  w e r e  
b e t t e r  t h a n  t h o s e  o f  n o r m a l c o n c r e t e  d u e  t o  
t h e i r  l o w e r  c r e e p ,  l o w e r  s h r i n k a g e ,  b e t t e r  
f i r e  a n d  a c i d  r e s i s t a n c e ,  a n d r e s i s t a n c e  t o  
s u l f a t e  a t t a c k  [ 3 , 4 ] . A l  B a k r i  et al. r e p o r t e d  
t h e  s t u d y  f o r t h e  p r o d u c t i o n  a n d  p r o p e r t i e s  
o f  f l y  a s h - b a s e d  g e o p o l y m e r l i g h t w e i g h t  
c o n c r e t e  u s i n g  f o a m i n g  a g e n t  [ 4 ] .  H u a j u n  
Z h u  et al . h a v e  t e s t e d  t h e  d u r a b i l i t y  o f  
a l k a l i - a c t i v a t e d  f l y  a s h  c o n c r e t e  a n d  
c h l o r i d e  p e n e t r a t i o n  i n  p a s t e s  a n d  m o r t a r s  
[ 5 ] .  K u m a r et al.s t u d i e d t h e e f f e c t  o f  
m e c h a n i c a l l y a c t i v a t e d  f l y  a s h  o n  t h e  
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p r o p e r t i e s  o f  g e o p o l y m e r  c e m e n t [ 6 ] .  
K o m l j e n o v i et al . h a v e s t u d i e d  m e c h a n i c a l  
a n d m i c r o s t r u c t u r a l  p r o p e r t i e s  o f  a l k a l i -
a c t i v a t e d  f l y  a s h  g e o p o l y m e r [ 7 ] .
T h e y  f o u n d  t h a t  c o m p r e s s i v e  s t r e n g t h  
i n c r e a s e s w h e n  t h e  f i n e s t o f  f l y  a s h  
i n c r e a s e s .  T h e  h i g h e s t  v a l u e  f o r  t h e  
c o m p r e s s i v e s t r e n g t h  w a s  o b t a i n e d  u s i n g  a  
s o l u t i o n  o f  s o d i u m  s i l i c a t e s  a s a n  a c t i v a t o r  
( n  =  1 . 5 ;  1 0 %  N a 2 O ) .  S o d i u m  s i l i c a t e  w a s  
t h e  m o s t  s u i t a b l e  a s  a l k a l i n e  a c t i v a t o r  
b e c a u s e  i t  i n c l u d e d  d i s s o l v e d  a n d  p a r t i a l l y  
p o l y m e r i z e d  s i l i c o n w h i c h  w a s  
i n c o r p o r a t e d i n t o  t h e  r e a c t i o n  p r o d u c t s  a n d  

s i g n i f i c a n t l y  i m p r o v e d
m o r t a r c h a r a c t e r i s t i c s  [ 7 ] .
O b a d a  K a y a l i h a s  d e v e l o p e d  a n d  p a t e n t e d  
p r o d u c t i o n  p r o c e s s  o f  h i g h  p e r f o r m a n c e  
b r i c k s  f r o m  1 0 0  %  f l y  a s h .  H e h a s r e p o r t e d  
t h e  r e s u l t s  o f  t h e  m e c h a n i c a l  p r o p e r t i e s  a n d  
a d v a n t a g e s  g a i n e d  b y  t h i s  t y p e  o f  b r i c k s  
o v e r  c o n v e n t i o n a l  c l a y  b r i c k s  [ 8 ] .
I n  t h i s  w o r k ,  a n  a t t e m p t  w a s  m a d e  t o  
p r o d u c e  a n d  t o  c o m p a r e  t h e  p r o p e r t i e s  o f  
t h e  f l y  a s h  b a s e d  c e m e n t  b r i c k s  b y  u s i n g  
t w o  d i f f e r e n t  t y p e s  o f  f l y  a s h  w a s t e  p a r t i c l e s  
o b t a i n e d  f r o m  M a c e d o n i a n m e t a l l u r g i c a l  
a n d  c o a l  p o w e r - p l a n t  i n d u s t r y .  

Experimental

T w o  t y p e s  o f  p o l y m e r  m o d i f i e d  c e m e n t  
b r i c k s  s t r u c t u r e s  w i t h  t w o  t y p e s  o f  F l y  a s h  
o b t a i n e d  f r o m  F E N I  a n d  O s l o m e j w e r e
t e s t e d .  T e s t - s a m p l e s  w i t h  f l y  a s h  c o n t e n t  o f  
2 0 %  i n  c o n v e n t i o n a l  P o r t l a n d  c e m e n t  w e r e  
p r e p a r e d b y  a l l o w i n g t h e  m i x  t o  h a r d e n  
s p o n t a n e o u s l y  a t  a  t e m p e r a t u r e  o f  2 0  ℃ .
T w o  d i f f e r e n t  m o r t a r s  w e r e  s t u d i e d : f i r s t  
o n e  w i t h  P V C  g r a n u l e s  e m b e d d e d  i n s i d e  o f  
t h e  m o r t a r  m i x t u r e ,  a n d  t h e  s e c o n d  o n e  w i t h  
P V C  f i l m  c o a t i n g s  o n  t h e  s u r f a c e  o f t h e  f l y -
a s h  b a s e d  b r i c k s .  T h e  o b t a i n e d  s a m p l e s
w e r e  t e s t e d  w i t h  s i m u l a t i o n  o f  a g i n g  t e s t  i n  
w a t e r ,  a c i d  m e d i a  ( 0 , 2 5 M  H C l )  a n d  a l k a l i  

m e d i a  ( 0 , 2 5  M  N a O H ) .  B e s i d e s  t h e  
a b s o r p t i o n  % ,  m o r p h o l o g i c a l  c h a n g e s  h a v e  
b e e n  f o l l o w e d a s  w e l l . A n a l y s i s  w e r e  
r e a l i z e d  w i t h  C a r l  Z E I S S  J e n a  
m i c r o s c o p e . M e c h a n i c a l  b e h a v i o r  w a s  
f o l l o w e d  b y  t h e  c o m p r e s s i o n  t e s t .
C o m p r e s s i v e  s t r e n g t h  t e s t  w a s  p e r f o r m e d  
a c c o r d i n g  t o A S T M  C  1 0 9 / C  1 0 9  M  b y  
u s i n g  U n i v e r s a l  C o m p r e s s i o n  T e s t i n g  
M a c h i n e  ( a  m i n i m u m  o f  t h r e e  s a m p l e s  w e r e  
t e s t e d  t o  e v a l u a t e  t h e  c o m p r e s s i v e  
s t r e n g t h ) .  P o r o s i t y  w a s  d e t e r m i n e d  
a c c o r d i n g  t o A S T M  C 6 4 2  a n d  i t  w a s  
c a l c u l a t e d  u s i n g t h e  e q u a t i o n  1 .

P o r o s i t y  =  [ ( M w - M d ) / ( M w - M s ) ] x 1 0 0 e q .  ( 1 )

w h e r e :  M w – m a s s  o f  t h e  s p e c i m e n  a f t e r  
i m m e r s i o n  i n  w a t e r  [ g ] ,  M d – m a s s  o f  t h e  
s p e c i m e n  a f t e r  d r y i n g  i n  t h e  o v e n [ g ] ,  M s  –
m a s s  o f  t h e  s p e c i m e n  s u s p e n d e d  i n  t h e  
w a t e r  [ g ] .

T h e  w a t e r  a b s o r p t i o n  w a s  d e t e r m i n e d  
a c c o r d i n g  t o A S T M  C 6 4 2  a n d  i t  w a s  
c a l c u l a t e d  b y  t h e  e q u a t i o n  2 . W a t e r  
a b s o r p t i o n  w a s  f o l l o w e d  a f t e r  2 4 h  a n d  a f t e r  
7 2  h o u r s  i n  d e i o n i z e d  w a t e r .  

W a t e r  a b s o r p t i o n  =  [ ( M s - M d ) / M d ] x 1 0 0 e q . ( 2 )

W h e r e :  M s  - m a s s  o f  s u r f a c e  d r i e d  s a m p l e  [ g ] ,  M d – m a s s  o f  o v e n - d r i e d  s a m p l e  [ g ] .
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Results and discussion

C h e m i c a l  c o m p o s i t i o n  o f  b o t h  t y p e s  o f  F l y  
a s h  u s e d  i n  t h e  p r e p a r a t i o n  o f  t h e  p o l y m e r  
m o d i f i e d  c e m e n t  b r i c k s  w a s  a n a l y z e d  a n d  
t h e  o b t a i n e d  d a t a  a r e  s h o w n  i n  T a b l e  1 .  T h e  
d i f f e r e n c e s  i n  t h e  c o m p o s i t i o n  o f  t h e  
s t u d i e d  f l y  a s h e s  f l u c t u a t e d  b y  ±  1 0  t o  1 5
% r e g a r d i n g  t h e  m a i n  o x i d e s  S i O 2 ,  A l 2 O 3 ,

M g O  a n d  F e 2 O 3 . A s  i t  w a s  e x p e c t e d ,  i n  t h e  
f l y  a s h  s u p p l i e d  f r o m  O s l o m e j  d o m i n a n t  
f r a c t i o n s  w e r e  S i O 2 a n d  A l 2 O 3 o x i d e s ,  
w h i l e  i n  t h e  f l y  a s h  o b t a i n e d f r o m F E N I ,  
b e s i d e s  S i O 2 , t h e  o x i d e s  o f  F e 2 O 3 a n d  M g O
w e r e  i n  h i g h e r  p o r t i o n s ,  a l s o .

Table 1: he ical co osition of Fly sh sa les 

E l e m e n t s F A - O s l o m e j
[ % ]

F A - F E N I
[ % ]

S i O 2 5 0 3 7 , 5
A l 2 O 3 3 0 1 , 8
F e 2 O 3 1 3 2 2 , 5
M g O 1 , 5 1 4 , 5
C a O 3 , 0 2 , 3
T i O 2 1 , 0 /
C r 2 O 3 / 1 , 0

C h e m i c a l  c o m p o s i t i o n  o f  t h e  F A  u s e d  i n  t h e  
p o l y m e r  m o d i f i e d  c e m e n t  b r i c k s  i s  c l o s e l y  
r e l a t e d  t o  t h e  c o r r o s i o n  b e h a v i o r  o f  t h e  
o b t a i n e d  b r i c k s .  I t  w a s  s h o w n  t h a t  b e t t e r  
c o r r o s i o n  r e s i s t a n c e  w a s  d e m o n s t r a t e d  b y  
t h e  b r i c k s  w i t h  t h e  F A  o b t a i n e d  a s  a  b y -
p r o d u c t  f r o m  t h e  f e r o - n i c k e l  p r o d u c t i o n  
p r o c e s s . A l s o ,  h i g h e r  c o r r o s i o n  s t a b i l i t y  

w a s  s h o w n  f o r  t h e  p o l y m e r  m o d i f i e d  
s a m p l e s  w h e r e  t h e  b r i c k s  w e r e  c o a t e d  w i t h  
P V C  f i l m , c o m p a r e d  t o  t h e  b r i c k s  w i t h  
e m b e d d e d  p o l y m e r  P V C  g r a n u l e s .  S u r f a c e  
c h a n g e s  w e r e  r e g i s t e r e d  b y  t o p o g r a p h i c a l  
a n a l y s i s  o f  t h e  t e s t e d  s a m p l e s  a n d  
r e p r e s e n t a t i v e  o n e s  a r e  s h o w n  i n  F i g u r e  1
a n d  F i g u r e  2 .

a) Starting b) after 2  h in 0,2  HCl     c) after 2 h in 0,2  M aO

Figure 1. urface changes ue to the surface corrosion of the F -Oslomej
base  ce ent bricks
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a) Starting b) after 2  h in 0,2  HCl          c) after 2 h in 0,2  M aO

Figure 2. urface changes ue to the surface corrosion of the F -F
base  ce ent bricks

C o m p r e s s i v e  s t r e n g t h  a s  a n  e s s e n t i a l  
c h a r a c t e r i s t i c  f o r  a l l c o n s t r u c t i o n  e l e m e n t s  
b a s e d  o n  F A  b a s e d  c e m e n t s  m a i n l y  d e p e n d s  
o n t h e  c o n t e n t  o f  f l y  a s h  p a r t i c l e s   a s  w e l l  
a s  o n c u r i n g  t i m e  a n d  c u r i n g t e m p e r a t u r e .  I t  
w a s  f o u n d  t h a t  t h e  c o m p r e s s i v e  s t r e n g t h  
i n c r e a s e s w h e n  t h e  f l y  a s h  c o n t e n t  
i n c r e a s e s ,  f r o m  1 1 , 3  M P a  f o r  5  %   F A -
O s l o m e j  c o n t e n t  t o  3 0 , 8 6  M P a  f o r  2 0  %  
F A - O s l o m e j  c o n t e n t ,  o r  f r o m  1 3 , 5  M P a  f o r  
5  %  F A - F E N I  c o n t e n t  t o  3 2 , 6 7  M P a  f o r  2 0  

%  F A - F E N I  c o n t e n t . C o m p a r i s o n  o f  t h e  
s t u d i e d  s a m p l e s  w i t h  t w o  v a r i o u s  f l y  a s h  
w a s t e  s h o w s t h a t  h i g h e r  c o m p r e s s i o n  
s t r e n g t h  e x h i b i t e d  f o r  t h e  b r i c k s  w i t h  f l y  a s h  
o b t a i n e d  f r o m  F E N I ,  w h i l e  t h e  c o m p a r i s o n  
o f  t w o  d i f f e r e n t  p o l y m e r  m o d i f i e d  c e m e n t  
b r i c k s  c o n f i r m e d  t h a t  t h e  F A - b a s e d  c e m e n t  
b r i c k s  w i t h  P V C  p o l y m e r  c o a t i n g s h o w s
h i g h e r  v a l u e s  f o r  t h e  c o m p r e s s i v e  s t r e n g t h .  
T h e  o b t a i n e d  r e s u l t s  a r e  s h o w n  i n  T a b l e  2 .  

Table 2. o ressive strength of the F -base  ce ent bricks

F l y  a s h  c e m e n t  b r i c k s
F [MPa]

w i t h  e m b e d d e d  p o l y m e r  
g r a n u l e s

F [MPa]
w i t h  p o l y m e r  c o a t i n g

B r i c k s  w i t h  F A - O S L O M E J 1 6 , 6 2 3 0 , 8 6

B r i c k s  w i t h  F A - F E N I 2 0 , 6 4 3 2 , 6 7

T h e  o b t a i n e d  d a t a  f o r  t h e  h i g h e r  
c o m p r e s s i v e  s t r e n g t h  o f  t h e  f l y  a s h  c e m e n t  
b r i c k s  w i t h  F A - F E N I  w e r e  d u e  t o  t h e  l o w e r  
c o n t e n t  o f  o p e n  p o r e s  i n  t h e  s t u d i e d  
s a m p l e s .  
D u e  t o  t h e  d i f f e r e n t  t y p e  o f  t h e  f l y  a s h  u s e d  
i n  b o t h  c e m e n t  b r i c k s  a s  w e l l  a s  t o  v a r i o u s  
t y p e  o f  p o l y m e r  p r e s e n c e  i n  t h e  s t u d i e d  F A -
b a s e d  c e m e n t  b r i c k s ,  s o m e  d i f f e r e n c e s  i n  

t h e  t y p e  a n d  d e g r e e  o f  p o r o s i t y  o f  t h e  
s t u d i e d  s a m p l e s w e r e  r e g i s t e r e d .  T h e  
o b t a i n e d  d a t a  a r e s h o w n  i n  t h e  T a b l e  3 . T h e  
p o r o s i t y  ( i n  b o t h  s a m p l e s  a n d  t w o  m o d e s  o f  
i n c o r p o r a t i o n )  i s  o f  t h e  s a m e  k i n d ,  w h i c h  
i n d i c a t e s  t h a t  t h e  p o r e s  a r e  i n t e r c o n n e c t e d  
a n d  a l l o w s  f r e e  t r a n s p o r t  o r  a c c u m u l a t i o n  
o f  t h e  f l u i d  a l l  t h r o u g h o u t  t h e  v o l u m e  o f  t h e  
m a t e r i a l .
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Table 3. Porosity testing in fly ash base  ce ent bricks

P o r o s i t y  t y p e  B r i c k s  w i t h  F A - O s l o m e j

E m b e d d e d             P V C
P V C                     c o a t i n g  

B r i c k s  w i t h  F A - F E N I

E m b e d d e d            P V C
P V C                     c o a t i n g

O p e n  7 , 7 3 1 8 , 0 4 4 , 7 0 1 3 , 3 5
C l o s e d  1 4 , 4 6 1 1 , 7 6 2 1 , 0 4 1 5 , 0 1
T o t a l  2 2 , 1 9 2 9 , 8 0 2 5 , 7 4 2 8 , 3 6

C h a r a c t e r i s t i c  p o r e s  f o r m e d  i n  t h e  p r o d u c e d  
F A - b a s e d  c e m e n t  b r i c k s  w e r e  f o l l o w e d b y
o p t i c a l  m i c r o s c o p y  a n d  t h e y  a r e  s h o w n  i n  
F i g u r e  3 f o r  b r i c k s  w i t h  F A - O s l o m e j ( w i d t h  
~  0 , 5 m m )  a n d  i n  F i g u r e  4 f o r  b r i c k s  w i t h  
F A - F E N I  ( w i d t h  ~  0 , 8 m m ) .  D i f f e r e n c e  a t  
t h e  s a m p l e s  w i t h  d i f f e r e n t  w a y  o f  

a p p l i c a t i o n  o f  t h e  p o l y m e r  d e r i v e d  f r o m  t h e  
f a c t  t h a t  i n  i t s i n s e r t i o n ,  i n  t h e  s t a g e  o f  
f o r m a t i o n ,  p a r t i a l  f i l l i n g  a n d  b l o c k i n g  t h e  
m i c r o p o r e s  o c c u r s . F r o m  t h e r e  a c t u a l l y  
o r i g i n a t e d  d i f f e r e n c e  i n  v a l u e s  f o r  p o r o s i t y  
a t  s e c o n d  s a m p l e .

Figure 3. haracteristic ores for e  in the bricks from FA-Oslomej

Figure 4. haracteristic ores for e in the bricks from FA-F
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A t  t h e  s a m e  t i m e ,  t h e  v o l u m e  d i s t r i b u t e d  
p o l y m e r  s i g n i f i c a n t l y  a d v e r s e l y  a f f e c t  t h e  
f o r m a t i o n  o f  c h e m i c a l  b o n d s  i n  t h e  c e m e n t  
m a s s ,  d u e  t o  i t s  d i s t r i b u t i o n  o n  t h e  s u r f a c e  
o f  t h e  f i l l e r  p a r t i c l e s  a n d  c e m e n t . T h i s f a c t  
a f f e c t s  t h e  v a l u e  o f  t h e  i n t e n s i t y  o f  p r e s s u r e ,  
w h i c h  d e c r e a s e s  a t  t h e  s a m p l e  w i t h  v o l u m e  
d i s t r i b u t i o n .
I f  t h e  s a m p l e  i s  a p p l i e d  t o  t h e  s u r f a c e  a f t e r  
t h e  f o r m a t i o n  a n d  s t a b i l i z a t i o n  s h o w s  
i n c r e a s e d  s t r e n g t h  o f  p r e s s u r e ,  f o r m i n g  a  
c o a t i n g  f o r  t h e  e x t e r i o r  o f  t h e  s a m p l e ,  w i t h  
t h e  p o r e s  f i l l e d  w i t h  a  p o l y m e r ,  w h i c h  
c a u s e s  h a r d e n i n g  o f  t h e  t o t a l  v o l u m e .
T h e  s u r f a c e  l a y e r  i s  n o t  c o m p l e t e l y  f i l l e d ,  
t h e r e f o r e ,  o p e n  p o r o s i t y  i n  t h e  w h o l e  

v o l u m e  o f  t h e  s a m p l e  r e m a i n s  a v a i l a b l e  f o r  
t h e  f l u i d  ( i n  t h e  c a s e  o f  t h e e x p e r i m e n t  - t h e  
w a t e r ) .
T h e  n a r r o w  m a r g i n  o f  a l m o s t  a l l  p a r a m e t e r s  
o f  a s h  s a m p l e s  f r o m  d i f f e r e n t  o r i g i n ,  c o m e s  
p r o b a b l y  f r o m  d i f f e r e n t  a d h e s i o n  b o n d s  
b e t w e e n  t h e  p a r t i c l e s o f  a s h  a n d  c e m e n t  
p a r t i c l e s .
W a t e r  a b s o r p t i o n  d a t a  a r e  s h o w n  i n  T a b l e  
4 .  H i g h e r  w a t e r  a b s o r p t i o n  w a s  m e a s u r e d  
f o r  t h e  b o t h  s a m p l e s  w i t h  p o l y m e r  c o a t i n g ,
d u e  t o  t h e  h i g h e r  t o t a l  p o r o s i t y  o f  t h e  
s a m p l e s  ( o p e n  a n d  t r a p p e d  v o i d s )  i n  t h e  f l y  
a s h  b a s e d  c e m e n t  b r i c k s .  

Table 4. ater absor tion ata for F -base  ce ent bricks

F l y  a s h  c e m e n t  b r i c k s
W a t e r  a b s o r p t i o n  [ % ]

( W i t h  e m b e d d e d  p o l y m e r )
W a t e r  a b s o r p t i o n [ % ]

( W i t h  p o l y m e r  c o a t i n g )

B r i c k s  w i t h  F A - O S L O M E J 3 , 6 5 9 , 4 5

B r i c k s  w i t h  F A - F E N I 2 , 5 0 6 , 7 8

A f t e r  2 4  h  i n  d e i o n i z e d  w a t e r  h i g h e r  v a l u e s  
f o r  w a t e r  a b s o r p t i o n  w e r e m e a s u r e d  f o r  
b r i c k s  b a s e d  o n  f l y  a s h  f r o m  F E N I ( 6 , 3 3 % ) ,
w h i l e  a f t e r  7 2  h  i n  d e i o n i z e d  w a t e r  h i g h e r  
v a l u e s  w e r e o b t a i n e d  f o r  t h e  b r i c k s  b a s e d  
o n  F A  s u p p l i e d  f r o m  t h e  c o a l  m i n e  O s l o m e j
( 6 , 6 2 % ) .  T h e  o b t a i n e d  d a t a  w e r e  s i m i l a r  f o r  
b o t h  t y p e s  o f  F A - b a s e d  c e m e n t  b r i c k s  a n d  
t h e y  w e r e  i n  t h e  r a n g e  o f  5 , 9 3  t o  6 , 6 2 % .
D u r a b i l i t y  o f  t h e  F A - b a s e d  c e m e n t  b r i c k s  
w a s  s t u d i e d  b y  f o l l o w i n g  t h e  s t a b i l i t y  a n d  

m a s s  c h a n g e s  o f  t h e  b r i c k s  d u r i n g  t h e  
f r e e z i n g  a n d  d e f r o s t i n g  c y c l e s  t a k i n g  p l a c e  
i n  t h e  a q u e o u s  e n v i r o n m e n t  ( n o  
d i s i n t e g r a t i o n  o f  t h e s a m p l e s  t o o k  p l a c e ) .  
N o  v i s i b l e  d e f e c t s  o r  d e f o r m a t i o n  c o u l d  b e  
o b s e r v e d a f t e r  1 0  c y c l e s i n  r a n g e  3 h  a t  - 1 5 o C
t o  3 h  a t  1 7 o C .  F r o m  t h e  o b t a i n e d  r e s u l t s i t  
i s  o b v i o u s  t h a t  t h e  f l y  a s h  b a s e d  c e m e n t  
m a t e r i a l s  p o s s e s s  a n  e x c e l l e n t  
f r o s t r e s i s t a n c e .
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Conclusions

T w o  d i f f e r e n t t y p e s o f  p o l y m e r  m o d i f i e d  c e m e n t  b r i c k s  b a s e d  o n  t w o  t y p e s o f  f l y  a s h  w e r e  
p r o d u c e d  a n d  t e s t e d .  C o m p a r i s o n  o f  t h e  s t u d i e d  s a m p l e s  w i t h  t w o  v a r i o u s  f l y  a s h e s  w a s t e  s h o w  
t h a t  h i g h e r  c o m p r e s s i o n  s t r e n g t h  e x h i b i t e d  t h e  b r i c k s  w i t h  f l y  a s h  o b t a i n e d  f r o m  F E N I ,  w h i l e  
t h e  c o m p a r i s o n  o f  t w o  d i f f e r e n t  p o l y m e r  m o d i f i e d  c e m e n t  b r i c k s  c o n f i r m e d  t h a t  t h e  F A - b a s e d  
c e m e n t  b r i c k s  w i t h  P V C  p o l y m e r  c o a t i n g  e x h i b i t e d  b e t t e r  c o m p r e s s i v e  s t r e n g t h . H i g h e r  w a t e r  
a b s o r p t i o n  w a s  m e a s u r e d  f o r  t h e  b o t h  s a m p l e s  w i t h  p o l y m e r  c o a t i n g  d u e  t o  t h e  h i g h e r  t o t a l  
p o r o s i t y  o f  t h e  s a m p l e s  ( o p e n  a n d  t r a p p e d  v o i d s )  i n  t h e  f l y  a s h  b a s e d  c e m e n t b r i c k s .  P o r o s i t y  
t e s t i n g  s u g g e s t e d  t h a t  t h e r e  w a s  n o w  r e m a r k a b l e  c h a n g e s  b e t w e e n  p o r o s i t y  d e g r e e  i n  t h e  b r i c k s  
w i t h  t h e  t w o  s t u d i e d  f l a y  a s h e s .  T h e  t e s t  r e s u l t s  c o n f i r m e d  t h a t  t h e o b t a i n e d f l y  a s h  b a s e d  c e m e n t  
m a t e r i a l s  p o s s e s s  a n  e x c e l l e n t  f r o s t r e s i s t a n c e
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